
 

Figure S2.  Characterization of the conjugated gold nanoparticles. a) Light extinction spectra and b) 

Hydrodynamic radii of 60 nm gold nanoparticles and Protein E conjugated gold nanoparticles. 

Polydispersity index (PDI) is indicated for each sample.  

 


